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What this standard covers

This standard specifies the deformation of superalloy plate (with) wood products delivery of

technical requirements, test methods, inspection rules. Packaging, marking and quality

certification, ordering content. This standard applies to a thickness of 4mm ~ 14mm hot

rolled sheet, thickness less than cold-rolled sheet and strip of 4mm. Other types or

specifications of plate (with) reference material can be used.
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