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What this standard covers

This standard specifies the amount of iron in the bauxite mercury pollution measurement

methods. This standard applies to the determination of total iron to ferric oxide represented

bauxite. Measuring range: 2% ~ 50%.

Document data

International classification (ICS): 73.060.40.

Chinese classification (CCS): H30.

Estimated length of the Chinese original: 10,145 words.

Adopted international standard: ISO 10213-1991, IDT.
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