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What this standard covers

This Standard specifies the method of sampling and zinc alloy. This Standard is applicable
to GB/T470 and GB/T8738 standard and zinc alloys.

Document data

International classification (ICS): 77.120.60.
Chinese classification (CCS): H62.
Estimated length of the Chinese original: 8,814 words.

Adopted international standard: ISO 20081-2005, MOD.
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GBI/T 470; GB/T 8738
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