
ICS 71.100.10

CCS Q 52

NATIONAL STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

GB/T 26295-2010

Carbonaceous materials used in the production of aluminium --
Prebaked anodes and cathode blocks -- Determination of

flexural strength by the four-point method

(English Translation)

Issued on: January 14, 2011 Implemented on: November 1, 2011

Issued by: Standardization Administration of China

Chinastandards.org

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-26295-2010

https://chinastandards.org/standards/gb-t-26295-2010


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the determination of prebaked anode and cathode block flexural

strength. This standard applies to prebaked, determination of solid graphite cathode block

and flexural strength.

Document data

International classification (ICS): 71.100.10.

Chinese classification (CCS): Q52.

Estimated length of the Chinese original: 9,921 words.

Adopted international standard: ISO 12986.2-2005, IDT.
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