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What this standard covers

This standard specifies the method of hardness testing of welded joints. This standard

applies to metallic materials arc welding head, the other connector types (such as pressure

welding head and welding metal) hardness test can also refer to this standard practice. This

standard does not apply to the hardness of austenitic stainless steel weld test.

Document data

International classification (ICS): 25.160.40.

Chinese classification (CCS): J33.

Estimated length of the Chinese original: 12,117 words.

Adopted international standard: ISO 9015-1-2001, IDT.

Supersedes the earlier edition GB/T 2654-1989.
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