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What this standard covers

This standard specifies the method of papermaking raw material samples taken for

analysis. This standard applies to wood and non-wood fiber raw materials for paper

samples taken for analysis.

Document data

International classification (ICS): 85.01.

Chinese classification (CCS): Y30.

Estimated length of the Chinese original: 2,225 words.

Adopted international standard: JIS P8001-1976, NEQ.

Supersedes the earlier edition GB 2677.1-1981.
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