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What this standard covers

This standard specifies the distribution and communication cables and fiber optic cable,

including marine and offshore cables and fiber optic cable with polymer insulation and

sheathing materials test methods. These test methods applicable to polyolefin insulation

and sheathing.

Document data

International classification (ICS): 29.060.

Chinese classification (CCS): K13.

Estimated length of the Chinese original: 14,115 words.

Adopted international standard: IEC 60811-4-2-2004, IDT.

Supersedes the earlier edition GB/T 2951.9-1997.
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GB/T 2951.11-2008; GB/T 2951.13-2008; ISO 188
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