ICS 81.080
CCS Q 40

NATIONAL STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

GB/T 2998-2015

Replacing GB/T 2998-2001

Test method for bulk density and true porosity of shaped
insulating refractory products

REFZPRAM A G A RREZEM B SFLRIAIN A

(English Translation)

Issued on: December 10, 2015 Implemented on: January 1, 2017

Issued by: Standardization Administration of China

Preview: page 1 of 2 shown, 6 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/gb-t-2998-2015


https://chinastandards.org/standards/gb-t-2998-2015

Table of Contents

Document data

Document data

International classification (ICS): 81.08.
Chinese classification (CCS): Q40.
Estimated length of the Chinese original: 8,899 words.

Supersedes the earlier edition GB/T 2998-2001.

1

Preview: page 2 of 2 shown, 6 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/gh-t-2998-2015


https://chinastandards.org/standards/gb-t-2998-2015

