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What this standard covers

This standard specifies a case by observing their cracking or flaking paint during the test

panel is bent to evaluate organic coating on a metal substrate flexibility and adhesion

method. This method can be used to pass/fail test assessed by paint, varnis

Document data

International classification (ICS): 87.040.

Chinese classification (CCS): G50.

Estimated length of the Chinese original: 11,136 words.

Adopted international standard: ISO 17132-2007, IDT.
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