
ICS 53.040.20

CCS G 42

NATIONAL STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

GB/T 32331-2015

Conveyor belts with a textile carcass -- Total belt thickness and
thickness of constitutive elements -- Test methods

(English Translation)

Issued on: December 31, 2015 Implemented on: July 1, 2016

Issued by: General Administration of Quality Supervision, Inspection and

Quarantine of the People's Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 8 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-32331-2015

https://chinastandards.org/standards/gb-t-32331-2015


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

What this standard covers

This standard specifies test methods for the determination of the total thickness of the

conveyor belt and the thickness of the layers. Each layer includes a cover layer, a core layer,

a sandwich layer, i.e., a substance located between adjacent layers. This standard applies

to textile core conveyor belts. This standard does not apply to light conveyor belts specified

in ISO 21183-1.
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