
ICS 31-030

CCS L 90

NATIONAL STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

GB/T 32642-2016

Flat panel displays glass substrate surface roughness
measurement method

(English Translation)

Issued on: April 25, 2016 Implemented on: November 1, 2016

Issued by: General Administration of Quality Supervision, Inspection and

Quarantine of the People's Republic of China

Chinastandards.org

Preview: page 1 of 2 shown, 4 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-32642-2016

https://chinastandards.org/standards/gb-t-32642-2016


Table of Contents

Document data ..................................................................................................................... 1

Document data

International classification (ICS): 31-030.

Chinese classification (CCS): L90.

Estimated length of the Chinese original: 6,665 words.

Chinastandards.org

1

Preview: page 2 of 2 shown, 4 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-32642-2016

https://chinastandards.org/standards/gb-t-32642-2016

