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What this standard covers

This standard specifies the sample bitumen and polymer roofing membrane and cut the

sample extraction method. This section applies to cutting roofing waterproofing membrane

product performance testing of specimens taken.

Document data

International classification (ICS): 91.120.30.

Chinese classification (CCS): Q17.

Estimated length of the Chinese original: 7,774 words.

Supersedes the earlier edition GB/T 328.1-1989.
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