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What this standard covers

This standard specifies test methods to enhance the flexibility of asphalt roofing membrane

temperatures. No enhanced bitumen membrane can also be the standard. This section

requires the web to be the upper surface and the lower surface by a predetermined

temperature, the test temperature as the polar or continue measuring the temperature of

cold-formed at different temperature ranges. This section can also be used to measure

temperature or cold-formed products of the minimum requirements of cold-formed

temperature measurement products, such as determination of product changes after

accelerated aging properties.
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