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What this standard covers

This standard specifies test methods for asphalt and polymer puncture roofing membrane

shock. Waterproofing membrane is different from the dynamic static load short time

mechanical stress loads. The method belongs to the impact caused by the puncture

dynamic loads. This section also applies to other waterproof material.
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