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What this standard covers

This Standard is applicable to the determination of the amount of carbon in iron boron.

Measuring range: 0. 05 to 3. 00%. Compliance with this standard GB 1467-78 "Standard

Methods for chemical analysis of metallurgical products of General rules and regulations. "
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