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What this standard covers

This standard specifies the principles, symbols and explanations of the Carbide Rockwell

Hardness (A scale) test, the test equipment, the sample, the test procedure, the results and

the test report. This standard applies to the determination of Carbide Rockwell hardness (A

scale).

Document data

International classification (ICS): 77.160.

Chinese classification (CCS): H16.

Estimated length of the Chinese original: 7,781 words.

Adopted international standard: ISO 3738-1-1982, NEQ.

Supersedes the earlier edition GB/T 3849-1983.
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