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What this standard covers

This standard specifies: its dimensional stability after the end of the shoe material soaked in

water determination.

Document data

International classification (ICS): 61.060.

Chinese classification (CCS): Y78.

Estimated length of the Chinese original: 7,762 words.

Adopted international standard: ISO 22651-2002; IDT.

Standards quoted by this document

EN 12222; PREN 13400-1998
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