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Foreword

GB/T 48164.2-2026 is a recommended national standard (GB/T) of the People's Republic
of China, issued on 28 August 2026 by the State Administration for Market Regulation and
the Standardization Administration of China, with effect from 1 March 2027.

The document adopts an international standard (ISO or IEC).

It is under the responsibility of the Ministry of Industry and Information Technology
(Electronics).

Classification: ICS 31.080.01; CCS L40.

1 Scope

Part 2 of this series presents a test method for bipolar degradation caused by body diode
operation in silicon carbide metal-oxide semiconductor field effect transistors, commonly
called SiC MOSFETSs. The internal body diode of such a device may conduct in many
circuits, and the effect of that operation on long-term behavior is a reliability matter. The
document is of interest to semiconductor manufacturers, qualification teams, test
laboratories and power electronics designers.

It adopts an international standard and takes effect on 1 March 2027. As a recommended
national standard (GB/T), it is voluntary unless a contract requires it. It forms a companion
to the other part dealing with a different reliability mechanism, so reliability engineers will
often use the parts together.
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