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What this standard covers

This standard specifies the order and vegetable fats, calcium soap thickened mineral oil in

the system calcium -based grease classification and marking, requirements and test

methods, inspection rules and signs, packaging, transport and storage. This standard is an

item used in metallurgy, textile machinery and tractors and other agricultural machinery

lubrication and protection. Operating temperature range is -10°C ~ 60°C.

Document data

International classification (ICS): 75.100.

Chinese classification (CCS): E36.

Estimated length of the Chinese original: 5,522 words.

Adopted international standard: JIS K2220-2003, NEQ.

Supersedes the earlier edition GB 491-1987.

Standards quoted by this document

GB/T 269; GB/T 512; GB/T 4929; GB/T 7326; SH/T 0109; SH 0164; SH/T 0229; SH/T 0324;

SH/T 0327
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