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What this standard covers

This standard applies to newly built, alteration, self-leveling epoxy floor expansion project

engineering design, construction and quality inspection. To improve self-leveling epoxy and

the level of engineering design and construction, strengthen quality control of the

construction process. Ring resin leveling the ground to ensure the quality of the project.

Development of this specification.
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