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What this standard covers

This Standard specifies transverse rupture strength of compacts with a rectangular

cross-section of green strength measured approach.

Document data

International classification (ICS): 77.040.10.

Chinese classification (CCS): H71.

Estimated length of the Chinese original: 9,981 words.

Adopted international standard: ISO 3995-1985, IDT.

Supersedes the earlier edition GB 5160-1985.
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