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What this standard covers

This standard applies to: "bubble test" method for determining the permeability of sintered

metal materials (filters, porous bearings, porous electrode and having Unicom hole other

components) aperture. Bubble test is a porous metal material quality contr

Document data

International classification (ICS): 77.160.

Chinese classification (CCS): H16.

Estimated length of the Chinese original: 7,745 words.

Adopted international standard: ISO 4003-1977; IDT.

Supersedes the earlier edition GB/T 5249-1985.

Standards quoted by this document

GB/T 5163-2006

Chinastandards.org

1

Preview: page 2 of 2 shown, 5 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/gb-t-5249-2013

https://chinastandards.org/standards/gb-t-5249-2013

