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What this standard covers

This standard specifies: one side of a given pulp suspension slurry concentration Method

This standard applies to: all kinds of pulp suspension, does not apply to sales slurry quality

determination.

Document data

International classification (ICS): 85.040.

Chinese classification (CCS): Y30.

Estimated length of the Chinese original: 4,455 words.

Adopted international standard: ISO 4119-1995; IDT.

Supersedes the earlier edition GB/T 5399-1985.
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