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What this standard covers

This standard specifies: limit applies to nuts all types of surface defects. Applicable Nuts:
nominal diameter of 5 ~ 39mm, Product grades A and B, comply with GB/T 3098. 2 and
GB/T 3098. 4 requirements all performance levels, otherwise provided in the product
standard or agreed by the supply and demand sides have special exceptions. Even
reaching the surface defects, Chapter 3 allowable limit, the product Mechanical and
performance shall comply with GB/T 3098. 2, GB/T 3098. 4 and GB/T 3098. 9 requirements
minimum requirements. In addition, should comply with relevant product standards size
requirements.
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