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What this standard covers

This standard specifies test methods sesame single fiber breaking strength. Where the

production, inspection and delivery drew when testing in accordance with the standard test.

Document data

International classification (ICS): 59.060.10.

Chinese classification (CCS): W31.

Estimated length of the Chinese original: 4,464 words.
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