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What this standard covers

This standard specifies: alumina adsorption index measuring methods. This standard

applies to: aluminum with alumina only attached Index determination.

Document data

International classification (ICS): 71.100.10.

Chinese classification (CCS): H12.

Estimated length of the Chinese original: 4,492 words.

Adopted international standard: ISO 2961-1974; NEQ.
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