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What this standard covers

This standard specifies the method for determining the types of textile resistant to organic

solvents. If include dry cleaning, then the use of GB/T 5711-1997 "Textiles Tests for color

fastness to dry cleaning fastness" prescribed method.

Document data

International classification (ICS): 59.080.30.

Chinese classification (CCS): W04.

Estimated length of the Chinese original: 6,669 words.

Adopted international standard: ISO 105-X05-1994, MOD.

Supersedes the earlier edition GB 7074-1986.

Standards quoted by this document

GB 250-1995; GB 251-1995; GB/T 6151-1997; GB 11404-1989; GB 7564-1987
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