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What this standard covers

This standard specifies a method for all types of textile colors dilute solution of sodium

carbonate resistance measurement capability. This standard is mainly used for natural and

regenerated cellulose materials. This standard specifies the plus and without inhibitors

restored two tests.

Document data

International classification (ICS): 59.080.30.

Chinese classification (CCS): W04.

Estimated length of the Chinese original: 6,640 words.

Adopted international standard: ISO 105-X06-1994, MOD.

Supersedes the earlier edition GB 7075-1986.

Standards quoted by this document

GB 250-1995; GB 7567-1987; GB 7566-1987; GB 7568-1987; GB 7564-1987; GB

7565-1987; GB 251-1995
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