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What this standard covers

This standard specifies: one to represent the entire batch of syrup sample taken methods.

This standard applies to: all kinds of bales or rolls Supply pulp, recommend this method for

all testing Sampling methods, But sales quality Determination excluded. Sales Quality

Sampling methods should be used GB/T 8944. 1 or GB/T 8944. 2. In the determination of

pulp when selling quality and other properties, sales by mass sampling methods to extract

sample, pulp can be used for other performance test.
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