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What this standard covers

This standard specifies: aluminum alloy anode oxide film thickness measurement and

general principles. This standard applies to: cast or wrought aluminum and aluminum alloys

to generate all anodic oxide film.

Document data

International classification (ICS): 25.220.40.

Chinese classification (CCS): H25.

Estimated length of the Chinese original: 7,790 words.

Adopted international standard: ISO 2064-1996; MOD.

Supersedes the earlier edition GB/T 8014-1987.

Standards quoted by this document

GB/T 4957-1985; GB/T 6462-1986
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