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What this standard covers

This standard applies to determine the effect of the presence of dyeing metals (iron and

copper or their salts) for the dye color. These metal itself or from the mechanical member

used for dyeing and water vapor.

Document data

International classification (ICS): 59.080.30.

Chinese classification (CCS): W04.

Estimated length of the Chinese original: 6,669 words.

Adopted international standard: ISO 105-Z02-1993, IDT.

Supersedes the earlier edition GB/T 8444-1987.

Standards quoted by this document

GB/T 250-1995; GB/T 6151-1997
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