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What this standard covers

This standard specifies: thermoplastic pipe, tube, Vicat softening temperature measuring

methods. This standard applies: When the material begins to soften rapidly, capable of

measuring the temperature thermoplastic material, does not apply to crystalline or

semi-crystalline polymeric materials.

Document data

International classification (ICS): 23.040.20.

Chinese classification (CCS): G33.

Estimated length of the Chinese original: 7,748 words.

Adopted international standard: ISO 2507-1995; MOD.

Supersedes the earlier edition GB/T 8802-1988.

Standards quoted by this document

GB/T 2918-1998; GB/T 8806-1988
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