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What this standard covers

This standard specifies: measured with a pH meter homopolymer and copolymer resins of

vinyl chloride aqueous extract pH value methods. This standard does not apply to

evaluation of resin electrical properties, But the choice of additives, especially for the

preparation of the composition is very important to choose a stabilizer -.

Document data

International classification (ICS): 83.080.20.

Chinese classification (CCS): G32.

Estimated length of the Chinese original: 4,413 words.

Adopted international standard: ISO 1264-1980 (2000); IDT.

Supersedes the earlier edition GB/T 9350-1988.
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