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What this standard covers

This standard specifies the determination of paints and varnishes "soluble" barium by flame

atomic emission spectrometry. This standard applies to "soluble" barium content of about 0.

05% ~ 5% (m/m) in the paint. Agreed by the relevant parties may also use other methods;

But under controversial circumstances, this method of arbitration.
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