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What this standard covers

This standard specifies the method for determining Paints and varnishes "soluble"

hexavalent chromium content. This standard applies to "soluble" hexavalent chromium in

the paint within about 0. 05% ~ 5% (m/m) range. Through negotiation between the parties

concerned may use other methods, but in controversial circumstances,

sub-spectrophotometric method for arbitration.
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