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What this standard covers

This standard specifies the method for determining Paints and varnishes "soluble" total

chromium content. This standard applies to "soluble" paint the chromium content of about 0.

05% ~ 5% (m/m) range. After about two sides agreed to use other methods. However, in

case of dispute, the flame atomic absorption spectrometry as arbitration law.
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