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What this standard covers

This standard specifies the method for determining Paints and varnishes "soluble" mercury

content. This standard applies to "soluble" paint the mercury content of about 0. 005% ~ 0.

05% (m/m) range. This part of the test method contains only the liquid portion of the paint

applied to water-dilutable paints.
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