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What this standard covers

This standard specifies the method for the determination with bubbling water inhibits the

precipitation of calcium carbonate scale inhibition performance of laboratory methods. This

standard also applies in principle for the determination of strontium or barium carbonate

treatment inhibits precipitation of scale performance.

Document data

International classification (ICS): 71.040.40.

Chinese classification (CCS): G76.

Estimated length of the Chinese original: 9,951 words.

Supersedes the earlier edition HG/T 2024-1991.
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GB/T 601; GB/T 603; GB/T 6682
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