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What this standard covers

This standard applies to self-baking carbon brick lining of the large and medium-sized steel

carbide furnace with masonry. Small carbide furnace (5000kV ? A less) can be

implemented by reference.

Document data

International classification (ICS): 71.120; 91.080.30.

Chinese classification (CCS): P24.

Estimated length of the Chinese original: 21,295 words.

Supersedes the earlier edition HG/T 20542-1992.

Standards quoted by this document

GB 201; GB/T 2994; GB/T 2988; GB/T 3003; GB/T 3994; GB/T 3995; GB/T 14982; GB

50211; HG/T 20543; JB/T 4735; YB 2807; YB 2808; YB/T 4038; YB/T 5050; YB/T 5015; YB/T

5106; YB/T 5121; YB/T 5122; YB/T 5145
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