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What this standard covers

This standard specifies the basic Yan Zi 3B (CI Basic Violet 3, Basic Violet 5BN) product

requirements, sampling, test methods, inspection rules and signs, labels, packaging,

transport and storage. This standard applies to alkaline Yan Zi 3B product quality

inspection. The product is mainly used for carbon, lakes and pharmaceuticals, can also be

used for cotton, acrylic, silk dyeing.

Document data

International classification (ICS): 71.100.01; 87.060.10.

Chinese classification (CCS): G57.

Estimated length of the Chinese original: 7,781 words.

Supersedes the earlier edition HG/T 2083-1991.

Standards quoted by this document

GB/T 2374-1994; GB/T 2381-2006; GB/T 2386-2006; GB/T 2399-2003; GB/T 6678-2003

Chinastandards.org

1

Preview: page 2 of 2 shown, 5 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/hg-t-2083-2006

https://chinastandards.org/standards/hg-t-2083-2006

