
ICS 75.14

CCS E 42 HG

CHEMICAL INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

HG/T 2091-1991
Replacing HG 2-1381-1980

Chorinated Paraffins-42

(English Translation)

Issued on: December 24, 1991 Implemented on: January 1, 1993

Issued by: MIIT

Chinastandards.org

Preview: page 1 of 2 shown, 3 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/hg-t-2091-1991

https://chinastandards.org/standards/hg-t-2091-1991


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the technical requirements of industrial chlorinated paraffin -42, test

methods, inspection rules and signs, packaging, transportation and storage requirements.

This standard applies to chlorinated paraffins, obtained after purification, chlorine content of

40% to 44% of industrial chlorinated paraffin. The product is mainly used as an auxiliary

plasticizer of PVC.

Document data

International classification (ICS): 75.14.

Chinese classification (CCS): E42.

Estimated length of the Chinese original: 4,450 words.

Supersedes the earlier edition HG 2-1381-1980.

Standards quoted by this document

GB 1657; GB 1660; GB 1673; GB 1679; GB 1680; GB 6680
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