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What this standard covers

This standard specifies the open mixing mill refining presses (hereinafter referred to as the

mill) the testing conditions, instrumentation and methods. This standard applies to the open

mixing mill chain presses testing.

Document data

International classification (ICS): 71.120; 83.200.

Chinese classification (CCS): G95.

Estimated length of the Chinese original: 8,826 words.

Supersedes the earlier edition HG/T 2149-1991.
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