
ICS 35.220.01

CCS G 83 HG

CHEMICAL INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

HG/T 2353.6-1992

Filter element for magnetic paint filtration Method of test for
bubble pressure

(English Translation)

Issued on: July 20, 1992 Implemented on: March 1, 1993

Issued by: MIIT

Chinastandards.org

Preview: page 1 of 2 shown, 2 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/hg-t-2353-6-1992

https://chinastandards.org/standards/hg-t-2353-6-1992


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies test methods for magnetic bubble pressure slurry filtration cartridge.

This standard applies to magnetic materials industry magnetic slurry filtered through filter.

Also applicable to other liquid filtration element.
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