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What this standard covers

This Standard specifies the requirements "of a water treatment agent acrylic copolymer"

products, test methods, inspection rules, marking, packaging, transport and storage as well

as safety requirements. This Standard applies to binary or higher copolymer

Document data

International classification (ICS): 13.060.25; 71.100.40.

Chinese classification (CCS): G77.

Estimated length of the Chinese original: 9,978 words.

Supersedes the earlier edition HG/T 2429-2006.

Standards quoted by this document

GB 190-2009; GB/T 191-2008; GB/T 601; GB/T 603-2002; GB/T 6678; GB/T 6682-2008;

GB/T 8170
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