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What this standard covers

This standard specifies the determination of dilute solution of methyl methacrylate polymer

molding and extrusion materials sticky and intrinsic viscosity number of ways. Methyl

methacrylate standard applies (MMA) homopolymer, copolymers and mixtures thereof.
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International classification (ICS): 83.040.01.

Chinese classification (CCS): G31.

Estimated length of the Chinese original: 8,845 words.
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