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What this standard covers

This standard specifies the requirements for Type B silica gel, test methods, inspection
rules and signs, labeling, packaging, transportation and storage. This standard applies to
the sodium silicate and sulfuric acid for raw materials B- type silica gel. B-type silicone is
mainly used for air humidity conditioning agent, catalyst and carrier, pet litter, as well as
silica gel chromatography, and other fine chemical products, raw materials.
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