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What this standard covers

This standard specifies the motor vehicle with cork rubber sealing products, requirements,

test methods, inspection rules, marking, packaging, transport and storage. This standard

applies to automobiles, tractors, railway locomotives, motorcycles and other motor vehicles

in the fastening force 2MPa ~ 3MPa, use of temperature -40°C ~ +120 ?? under static

sealing cork rubber products.

Document data

International classification (ICS): 83.140.50.

Chinese classification (CCS): G43.

Estimated length of the Chinese original: 7,735 words.

Supersedes the earlier edition HG/T 2813-1996.
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