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What this standard covers

This standard specifies the zinc phosphate industry requirements, test methods, inspection

rules, marking, labeling, packaging, transportation and storage. This standard applies to

industrial Zinc dihydrogen phosphate. The products are mainly used in electroplating

industry, used as a black metalwork embalmed. Also used for phosphating metal surface

treatment agent, the ceramic industry as a coloring agent, the glass industry as a clarifying

agent.
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International classification (ICS): 71.060.50.

Chinese classification (CCS): G12.

Estimated length of the Chinese original: 9,948 words.
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