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What this standard covers

This standard specifies the principles and test methods for heat-shrinkable shoes of

microporous materials. This standard applies to the determination of linear shrinkage shoes

microporous material after heating test Cheung.

Document data

International classification (ICS): 61.06.

Chinese classification (CCS): Y78.

Estimated length of the Chinese original: 4,423 words.

Supersedes the earlier edition GB 9892-1988.

Standards quoted by this document

GB 2941-1991; HG/T 2198-1991
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