
ICS 83.040.20

CCS G 49 HG

CHEMICAL INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

HG/T 2880-2007
Replacing HG/T 2880-1997; HG/T 2796-1996

Silica-alumina carbon black

(English Translation)

Issued on: September 22, 2007 Implemented on: April 1, 2008

Issued by: Ministry of Industry and Information Technology

Chinastandards.org

Preview: page 1 of 2 shown, 5 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/hg-t-2880-2007

https://chinastandards.org/standards/hg-t-2880-2007


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the definition and classification of alumina carbon black, technical

requirements, test methods, inspection rules, packaging, storage and transport

requirements. This standard applies to the alumina carbon black for rubber.

Document data

International classification (ICS): 83.040.20.

Chinese classification (CCS): G49.

Estimated length of the Chinese original: 7,751 words.

Supersedes the earlier edition HG/T 2880-1997; HG/T 2796-1996.

Standards quoted by this document

HG/T 2797.1; HG/T 2797.2; HG/T 2797.3; HG/T 2797.4; HG/T 2797.5; HG/T 2797.6; HG/T

2797.7
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